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0.25 Poric Acid Test

PRODUCT BULLETIN BULLETIN NO: J 86003
DRYWALL ACCESSORY JOINT COMPOUND DATE- 3/28/73
PRODUCTS (POLMRIC BASE) _ PAGE: 1of 2
_APPROV;}'X’_IS | ¢ \-(‘(/ PRODUCING PLANT CANCELS: J 6003
e /NV@ 0F SEATTLE DATE: 8/25/69
BULLETIM DESCRIPTION % POUNDS GALLONS
220 Whiting 49.63 1000 //0¢
251 Mica, WMC P &OF 14.89 300
260 Sericite, Narvon 19.85 400
“ Q45 - Asbestos 7RF 10 7 b 150 o0 .
166 Hamaco 277 2.48 50
330 Polyvinyl Aleohol 1.98 40
L 164 Glycxal 80% .AQ. 8
453 Precervative .10 2
245 Thickener .50 10
FAAN HC Tale 2.48 50
454 Nopco FD 1 W25 5
TOTAL 100,00 2015
" MANUFACTURING TNSTRUCTIONS:
1, See Process Bulletin d 303. ‘ .
2. Mixing time shall be 8 ninutes minimum and 12 minutes maxlmum.
QUALITY COWTROL:
T™™-1 . . Viscosity, 150 gm cyiindez‘ €5 sec 38 - 40 mm
T3 Tepe Bond 9 - 10
TN~6 Application Fqual {o Standard
TH=7 Worlkability Fqual to Standard
o f:_:.rm gel after 1 min,
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PRODUCT SPECIFICATICHS:
Test Method -
TH-1 Viscosity 150 gm eylinder @ 5 sec
200 gm to 170 ec water 38 - 40 mm
TM-14 Viscosity (mixing water of 170 cc/
200 gm) (Sq T.C., @ 5 KFM, Helipath
" motor on) 150,000 to 325,000 cps
TH=-2 pH {Beckman meter) 8.0 to 9.2
TN-3 Tape Bond @ 70°F, 4C-70% RH 9 « 10
TH-~3 Tape Bond @ 42°F, 50-00% RH 8 -9
(after recovery at rocm temperature)
™=5 Open Time @ 70°F (minutes) 15 mininum
TM-9 _Shrinkage (cup method), maximum . 39%,
Th-10 Pdge Cracking @ 110°F (normal test) Norne
TM-12 Grit -~ percent total A1)l passing 80 mech
sereen 0.05%
Th-16 Rate of Wetting (seconds) 30 maximum
TM-18 Viater Resistance( minutes) 2 minimum
TN-25 Normal Application Consistency, cc g2 - a7
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